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Battery
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Altitude simulation £t Passed Thermal test =% Passed
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Vibration erif Passed Shock erf Passed
T.5 MR 5% A T.6 /& L5 Passed
External short circuit A Passed Crush A Passe
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e ST/SG/AC.10/11/Rev.6 38.3 #n#fE#23K . The tested samples meet the requirements of test
Conclusion items of the UNITED NATIONS "Recommendations on the TRANSPORT OF
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i , ;
Remark /
—_ > /
4 A ER 2afm

%4 Signature
H5% Title

L& TFEIT Vice chief engineer

Issued date -

2019-12-21

FE A T RRAS I AT PR A F]

-I8iFE9:819432-
R e

www.ghs.cn

)
9
3




